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4S 469 e SEND PARTS 1 AND 3 WITH CARBON INTACT. -
_ROLY PAK' (so SETS) 4P 469 " PART 3 WILL BE RETURNED WITH REPLY.
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31358 8. KOLIN AVENUE
CHICAGO, ILL. 60623
(312) 254-2406

écwntogic
CONTROL ° LABORATORIES, INC.
TESTING - RESEARCH < CONSULTING

REPORT TO:

Sherwin Williams Company
11541 South Champlain
Chicago, IL 6063§

Avrention:  Mr, Daryll Baker

ORDER NO.: CO~2717 RERORT .NB-= 4-072
SPECIFICATION ND.: RECEIVED: 7_1 3"8 3
TYPE TEST: REPORTED:

Waste Analysis _ 7-20-83

-~ IDENTIFICATION OF MATERIAL

e
One {1\ waste sample identified as Cresol Pitch received 7-13-83.
PROCEDURE: ™ .

Weighed portions of the sScmple were analyzed for Pb and Hg by Atomic
Absorption Spectroscopy using a Perkin-Elmer Model 5000. The Total
Organic Halogens were determined by Bomb Washings. The sample was
analyzed in accordance with "Test Methcds for the Evaluation of

Solid Waste, Physical/Chemical Methods SW-846 USEPA."

Concentration in ppm

RESULTS : . (unless otherwise noted)
Mercury *0.,1 ' o |
Lead : *1,0 E%‘:. TS
Total Organic Halogen (Halide) 28 sgcg/gm E_(Ebj JA_E)
Sulfur .66 & e

- OCT 201983

*Denotes less than = ‘
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STATE OF ILLINQIS

Respectfully submitted,

SCIENTIFIC CONTROL LABORATORIES, INC,

FA/ctk By
2c Frank Alt r
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